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H Altot Ztépra E€ummpétnon Sepudtivov mopto@oAiod PU sivat To vedtepo deppdtivo mpoiov e€ayvwaong
ov nopeyetal amd 1o Microtec. Kataokevaopévo amd vyning moldtnrag avBekTikd 0tn Oeppdtnta AEVKO
ekTuniWotlpo 6éppa PU ka pacdpo ypwpa Litchi Stria. Ata@opeTikd ammd Tov IOAVETTEPX, TO AEVKD
ektuniwolpo PU eivat vdatooteyd, avbektikd amd Ppwptd, avbektikd oto undév. H emedveia PU eivan
OPaAT Kol AETITH, KA QDOIIOPAYWYT) YPWHKTOC, UITOPEITE DA AIIOKTNOETE OAPT KAl QWTEIDT HETAPOPA.
Me v ven Litchi Stria, To mAnpeg amd deppdtivo mopto@oAtl PU lvat avbeKTIKO Kot gpavTtoytepd
mopTo@OAL. Elvat TéAe10 6wpo yla v 6WOETE 0TOVE AVOPWITOVE TTOL OAC EYOLD OTpaoia.

IIpoobropropdc

YAKO KaBapod 6éppa

Xpwpa EKTUNWOO110 AgLKO nahpo
Yon Litchi Stria

Egappoyn MeTagopa e€dyvwang
[TopapETPOLE NETAPOPAC 180 °C, 45-50sec
Anodoyn POTAPROOPEVWD TTAPAYYEALWOD Nad
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https://www.heatpress.cn/products/Hot-selling-Microtec-PU-sublimation-pu-leather.html










